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Heavy Metals
24 8 =2 & 9 == ZESHH Z o
Cadmium (Cd) mg/kg With reference to IEC 62321-5 : 2013, by ICP-OES 0.5 =24
Lead (Pb) ma/kg With reference to IEC 62321-5 : 2013, by ICP-OES 5 EA=
Mercury (Hg) mg/kg With reference to IEC 62321-4 : 2013+A1 : 2017, by 2 4=
ICP-OES
Hexavalent Chromium (Cr VI) * pg/cm? With reference to IEC 62321-7-1 : 2015, by UV-Vis 0.1 =38
ZF) (1) 22d& . H=stH olet
(2) *=a. 2= 201 0.13 ug/cm2 O|&0|H Positive & 21t gt &
b. 2= 20l 0.10 ug/cm?2 0|5t0l™ Negative 2 21} gt EHE=2 &
c. 2= 201 0.10 ug/cm2 40.13 ug/cm2 A0l 2012 inconclusive 2 2|&!10| & .(33] THEQ! A8 S A&
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