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OLOl & ¥ & *N/A
XH a *N/A
Heavy Metals
24 &5 o9 Al E 2 Y dEEHAH 2
Cadmium (Cd) mg/kg With reference to IEC 62321-5: 2013, by 0.5 Ed=
ICP-OES
Lead (Pb) mg/kg With reference to IEC 62321-5 : 2013, by 5 =85
ICP-OES
Mercury (Hg) mg/kg With reference to IEC 62321-4 : 2 =38
2013+AMD1:2017CSV, by ICP-0OES
Hexavalent Chromium (Cr VI)* ug/cm? With reference to IEC 62321-7-1 : 2015, by 0.1 =35
UV-Vis
Total Metals
24 &5 o9 Al E 2 Y dEEHAH 2
Antimony (Sb) mg/kg With reference to EPA 3052 : 1996, EPA 10 EAHE
6010D : 2018, by ICP-OES
Flame Retardants-PBBs/PBDEs
=4 83 o < Al 8 & H dEEHAH 2
Monobromobiphenyl mg/kg With reference to IEC 62321-6 : 2015, by 5 =4
GC-MS
Dibromobipheny! mg/kg With reference to IEC 62321-6 : 2015, by 5 =24
GC-MS
Tribromobiphenyl mg/kg With reference to IEC 62321-6 : 2015, by 5 =45
GC-MS
Tetrabromobiphenyl mgl/kg With reference to IEC 62321-6 : 2015, by 5 =dE
GC-MS
Pentabromobipheny! mg/kg With reference to IEC 62321-6 : 2015, by 5 =24
GC-MS
Hexabromobiphenyl mg/kg With reference to IEC 62321-6 : 2015, by 5 =2dE
GC-MS
Heptabromobiphenyl mg/kg With reference to IEC 62321-6 : 2015, by 5 =dE
GC-MS
Octabromobiphenyl mg/kg With reference to IEC 62321-6 : 2015, by 5 =8
GC-MS
Nonabromobiphenyl mg/kg With reference to IEC 62321-6 : 2015, by 5 =24
GC-MS
Decabromobiphenyl mg/kg With reference to IEC 62321-6 : 2015, by 5 =dE
GC-MS
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OOl & H & *N/A

T S| *N/A

Flame Retardants-PBBs/PBDEs

=4 g 3 o9 Al E 2 Y dEEHAH 2

Monobromodiphenyl ether mg/kg With reference to IEC 62321-6 : 2015, by 5 ==
GC-MS

Dibromodiphenyl ether mg/kg With reference to IEC 62321-6 : 2015, by 5 ==
GC-MS

Tribromodiphenyl ether mgl/kg With reference to IEC 62321-6 : 2015, by 5 =&
GC-MS

Tetrabromodiphenyl ether mg/kg With reference to IEC 62321-6 : 2015, by 5 =24
GC-MS

Pentabromodiphenyl ether mg/kg With reference to IEC 62321-6 : 2015, by 5 ==
GC-MS

Hexabromodiphenyl ether mg/kg With reference to IEC 62321-6 : 2015, by 5 =&
GC-MS

Heptabromodiphenyl ether mgl/kg With reference to IEC 62321-6 : 2015, by 5 =38
GC-MS

Octabromodipheny! ether mg/kg With reference to IEC 62321-6 : 2015, by 5 =dE
GC-MS

Nonabromodiphenyl ether mg/kg With reference to IEC 62321-6 : 2015, by 5 ==
GC-MS

Decabromodiphenyl ether mg/kg With reference to IEC 62321-6 : 2015, by s2=
GC-MS

Phthalates

=48 8 5 o9 Al 8 2 Y H=8HH Z2

Di-(2-ethylhexyl) phthalate (DEHP) mg/kg With reference to IEC 62321-8 : 2017, by 50 =3=
GC-MS

Di-butyl phthalate (DBP) mg/kg With reference to IEC 62321-8 : 2017, by 50 EZE
GC-MS

Benzy! butyl phthalate (BBP) mg/kg With reference to IEC 62321-8 : 2017, by 50 =dE
GC-MS

Di-isobutyl phthalate (DIBP) mg/kg With reference to IEC 62321-8 : 2017, by 50 =3
GC-MS

Flame Retardants
24 5 o < Al 8 2 9 dEEHH Z o
Hexabromocyclododecane (HBCDD) mg/kg With reference to USEPA 3540 C, by LC/MS 5 =H=
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